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Plastics are becoming more widely used in many areas of the economy. It results in
a constant increase in the quantity of waste plastics, in particular of polyolefins, which
constitute almost half of all the produced plastics. Main polyolefins include: low and high
density polyethylene and polypropylene. One method of disposing of waste plastics is their
thermal degradation in waste incinerators or during the blast-furnace process (as a substi-
tute for coke). As it is well known, plastics usually burn rapidly and produce large quantities
of carbon black (which is manifested by smoky flame). It is related to the diffusive combus-
tion of plastics. Combustion’s products of plastics contain also, in addition to carbon black
particles, unreacted reagents.

The aim of this study is to analyze the influence of temperature and the ratio of air
excess on the concentration of CO and CxHy in waste gases. Series of thermal analyses were
carried out before designing the bench. The results and the analysis of these tests enabled us
to design the precombustion chamber, the purpose of which is to increase the combustion
efficiency.
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The following listed granular polyolefin materials were used in tests: low-density
polyethylene (PE-LD), high-density polyethylene (PE-HD) and polypropylene (PP). The
elemental analysis of the tested materials has been presented in Table 1.
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Low calorific value of polyolefin waste (about 43 MJ/kg) and its chemical compo-
sition (15% of H, 83% of C) makes it a valuable fuel. Very low sulfur content (not exceed-
ing 0,1%) is also an important fact resulting in trace (practically zero) concentrations
of sulfur dioxide produced in the process of its combustion. Very small quantity of ash
(0,01–0,7%) remaining after the combustion results in the fact there is no problem
with the utilization of combustion residues. In addition, polyolefin wastes constitute com-
bustible substances, which do not create problems during the ignition and com-
bustion. They do not constitute self-extinguishing materials, thus once ignited, they burn
until the end.
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Thermal decomposition of the tested polyolefin materials starts at the temperature
amounting to about 250 oC and ends at about 550 oC, except for the temperature of the end
of polypropylene decomposition which amounts to about 400 oC. This may be caused by
the fact that polyethylene and polypropylene are made of two different monomers, and thus
they differ in terms of their degradation mechanisms. Among all the analyzed waste, high-
density polyethylene is characterized by the highest melting heat, that is about 154 J/g.
Melting heat of materials made of low-density polyethylene amounts to 65–85 J/g, whilst in
the case of polypropylene – about 68 J/g. These differences can be explained on the basis of
the composition of the aforementioned polymers. PE-HD is composed of densely packed,
little forked chains, whilst PE-LD possesses forked chains at a greater distance from each

Chemical analysis PE-LD PE-HD PP 

Elementary analysis (wt.%): 
H 
C 
S 
N 

 
14.93 
82.80 
0.07 
1.93 

 
15.10 
83.00 
0.10 
1.21 

 
15.26 
83.10 
0.03 
1.46 

Ash. wt.% 0.01 0.7 0.06 

Heating value. MJ/kg 42.23 42.78 43.34 
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other. As a result of the formation of dispersive forces, large attraction forces occur between
large macromolecules. However, intermolecular attraction forces rapidly decrease as mac-
romolecules move away from each other. As a result of thermal analysis (TG-MS), informa-
tion on products which, despite the oxidizing environment, did not burn, has been obtained.
Among them methane, carbon monoxide, ethylene, formaldehyde, propane, acetaldehyde,
propylene, propyne, butane, 1-butene, 1,3-butadiene, benzene, etc. have been identified.
Given the self-ignition temperature of the aforementioned substances, it can be concluded
that a too low temperature and a too short time spent by those substances in the combustion
reactor was the reason why flammable substances remained in waste gases. Interpretation of
the results of the conducted thermal analysis enabled us to properly design the precombus-
tion chamber of the furnace, thanks to which the combustion path became longer. Additio-
nally, the process was conducted at high temperatures, allowing materials produced in the
process of thermal degradation to burn to the end.

(� �����������
�

Figure 1 presents the diagram of laboratory set and its photo has been given at
the Figure 2. Precombustion chamber shown in Figure 3 is composed of a pipe, which
supplies air and the chamber in the form of a cylinder with a permanently fixed grate in
the form of a metal plate with drilled holes with diameter of about 2 mm. Half of the air
was supplied above the grate, and half under the grate. Precombustion chamber is used
for thermal decomposition of thermoplastics. Phenomena, which take place in it, include:
melting, pyrolysis and combustion of combustible materials.
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During the thermal degradation of polymer chains, the recombination of fragments of
chains as well as generation of new compounds, often with a complex structure, including
PAH, take place as well. Therefore, it is very important to extend the combustion path in
order to burn the produced flammable compounds to the end. Combustion chambers shall
perform such a task. A mixture of flammable and partially burned compounds gets out of
precombustion chamber and then flows into the combustion chamber. Here, the specific
combustion and reversal of the direction of exhaust flow take place. Change in the direction
creates turbulences in the combustion chamber, and this undoubtedly influences the com-
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bustion process. Turbulent mixing of oxidizer
and fuel increases the combustion speed of
combustible mixture. Flue gases move from
the combustion chamber towards the stack,
flowing under the precombustion chamber.
The precombustion chamber has been placed
in such a way that the majority of exhaust gas-
es flow under it. This improves the heat trans-
fer between the exhaust gases and the precom-
bustion chamber. In the final stage of the path,
flowing gases heat the pipe, which supplies air
and then flow into the stack. Cross section of
the furnace is shown in Figure 4.
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Measurements were carried out as follows:
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In the case of PE-HD, measurements at the temperature amounting to 1150 oC were not
carried out because the process of melting PE-HD was starting in the feeder which made it
impossible to supply the granulate regularly. In turn, during the combustion of PE-LD at
temperatures lower than 1100 oC, visible amounts of carbon black were produced; therefore
the measurements were abandoned when the temperature dropped below 1100 oC.
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Temperature measurements. Measurements of temperature along the combustion
chamber were carried out with the use of five NiCr-NiAl thermocouples connected to a data
acquisition system. The measuring step was set to 10 seconds.

Measurement of concentrations of combustion products. Concentrations of com-
bustion products were measured the axis of the flue gases stack. Two exhaust gases analyz-
ers were used:
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The temperature constitutes one of the most important parameters of combustion pro-
cess as it significantly affects the process rate, effectiveness of CO afterburning, emission of
volatile pollutants. Charts presented below illustrate the dependence of the concentrations
of CO and CxHy on air excess in certain temperature ranges.

Combustion of PE-LD in the temperature amounting to 1150 oC is most efficient at
λ = 1.53 (Fig. 5a) whilst PP at λ =1.43÷1.53 (Fig. 5b). Different degree of granularity of the
combusted materials and more specifically greater diameter of PE-LD granulate might have
influenced the slightly increased demand for combustion air. The increase in concentration
of pollutions, despite a further increase in excess air ratio, may be caused by the presence of
microareas of lower temperatures in which complete oxidation does not takes place as well
as by the “shift” of the combustion area. Combustion of PE-HD (Fig. 5c) and PP (Fig. 6a) at
the temperature amounting to 1000 oC is more effective at λ = 1.53. However, the concen-
trations of CO and CxHy (as methane) are higher than the concentrations occurring during
the combustion of PE-LD and PP at the temperature of 1150 oC. During the combustion of
PE-HD (Fig. 6b) and PP (Fig. 6c) at the temperature amounting to about 900 oC, the lowest
concentrations occurred at λ = 1.53÷1.63. Nevertheless, the aforementioned concentrations
are at the same time the highest among the lowest ranges of concentrations for the presented
temperature ranges.

On the basis of the test results, one may clearly see the influence of the combustion
temperature and the ratio of excess air on the volume of pollutants concentration in
flue gases. The lowest concentrations occur at the temperature of 1150 oC, at the
range λ = 1.43÷1.53. High temperature increases the combustion rate as a greater quantity
of radicals is formed at high temperatures. The combustion efficiency detoriates as
the temperature decreases and as the ratio of excess air increases above λ = 1.63.
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All the analyzed polyolefins (PE-LD, PE-HD, PP) burn in a similar manner. Minimum CO
concentration occurs for similar values of the ratio of excess air λ = 1.43 and λ = 1.53 at
different combustion temperatures. Minimum CO concentrations of the tested materials fall
within the range of 6–45 ppm for the temperature amounting to 1150 oC, 50–90 ppm for the
temperature amounting to 1000 oC and 150–202 for the temperature amounting to 900 oC.
The minimum CxHy concentration at the same air excess values are as follows: 180 ppm for
the temperature amounting to 1150 oC, about 160–180 for the temperature amounting to
1000 oC and about 230–360 for the temperature amounting to 900 oC.
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